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LAB NO. :20028941 1.2 DATE:08/09/2020

NAME OF CUSTOMER

ADDRESS

REFERENCE

DATE OF RECEIPT

ODATE OF INITIATION

DATE OF COMPLETION

SAMPLE DESCRIPTION

M/S. MERINO GROUP.

70, KLJ Complex,2nd Floor,
Moti Nagar, New Delhi - 110015, INDIA

Your Letter Ref. Nil dated August 14,2020
Kind Attention: Deepu Thomas Joseph

14t08t2020

14t18t2020

08t09t2020

Sample labeled as -

Sr. No. Sample Gode

1. Gloss Meister - Design No - 25391 - 18 mm Thickness - Color Solar White

2. Matt Meister - Design No - 25391 -18 mm Thickness - Color Solar White

Untreated lab control

Name of Test:

Evaluation of Antimicrobial Activity of Sample

Name of Test Protocol:

JIS Z 2801: 2010

Test Organisms used for evaluating Antimicrobial activity:

1. $taphylococcus aureus ATCC 6538

2. Escherichia coliATCC 8739

3. Klebsiella pneumoniae ATCC 4352

4. Pseudomonas aeruginosa ATCC 9027

5. Streptococcus faecalis ATCC 9790

6. Salmonella typhimurium ATCC 14301

7. Enterococcus faecalis ATCC 29212

8. Meticillin Resistant Staphylococcus Aureus ATCC 43300

S, Candida albicans ATCC 10231

Test Conditions:

Neutraliser used : Buffered Saline with Tween 80 - 0.01 %

Contact Time : 24 hours at 370 C

lncubation Temperature :370 C for Bacteria; 280 C for Fungi

Media and Reagent : Soyabean-casein digest agar for Bacteria; Sabouraud's dextrose agar for Fungi

. Samples are not drawn by the laboratory . Result relate only to the samples tested Page 1 Of 5
. This report shall not be reproduced except in full without prior permission of this laboratory
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BIOTECH TESTING SERVICES

Results:

ANTIBACTERIAL ACTIVITY

1. Test Bacleria: Staphylococcus aurcus ATCC 6538

2. Test Bacteria: Escherichia coliATCC 8739

3. Test Bacteria: Klebsiella pneumoniae ATCC 4352

. Samples are not drawn by the laboratory . Result relate only to the samples tested
. This report shall not be reproduced except in full without prior permission of this laboratory

2002894t1-2
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Quantitauve AEscssmsnt of Activitv . Jls z 2801: 2010

Untreated lab control: Conc. of lnoculum on untreated sample at 0 hours (A); 1.21 x 10s Log = 5.66

Untreated lab control : Conc. of Inoculum on untreated sample after 24 hour (B): 2.71 x1O5 Log = 5.43
Sample

ldentification
No. of Bacteria on
treated samole (C)

Log of Bacteria on
treated samole

Antimicrobial
Activitv (R) (Loo B-C)

Microbial Kill
{o/o Reduction)

Glose Meister
- Deslgn No-25391 -

{8 mm Thickness -
Color Solar White

<10 <1 >4.43 >99.99

Matt Meister
- Design No - 25391 -

1E mm Thlckness -
Color Solar Whlte

80 1.90 3.5'l 99.97

Quantitative Assessment of Activitv - JIS Z 2801: 2010
Untreated lab control: Conc. of lnoculum on untreated sample at 0 hours (A): 1.38 x 105 Log = 5.13

Untreated lab contro!: Conc. of lnoculum on untreated sample after 24 hour (B): 3.60 x1 05 Log = 5.55
Sample

ldentification
No. of Bacteria on
treated samole {C}

Log of Bacteria on
treated samole

Antimicrobial
Activity (R) (Loq B-C)

MicrobialKill
(% Reduction)

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Color Solar White

200 234 3.25 99.94

Matt Meister
- Design No - 2539'l -

18 mm Thickness -
Color Solar White

300 247 3.08 99.91

Quantitative Assessment of Activity - JIS Z 2801: 2010
Untreated lab control: Conc. of lnoculum on untreated sample at 0 hours (A):1.41 x 105 Log = 5.14

Untreated lab control: Conc. of lnoculum on untreated sample after 24 hour (B): 3.20x 'l0c Log = 5.56
Sample

ldentification
No. of Bacteria on
treated samole {C}

Log of Bacteria
on treated sample

Antimicrobial
Activitv {R} (Loo &C)

MicrobialKill
(o/o Reduction)

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Color Solar White

<10 <1 >4.50 >99.99

Matt Meister
- Design No - 25391 -t8
mm Thickness - Color

SolarWhite

30 1.47 4.03 99.99

LO4/1O5, Malwa, Patanwala Ind. Estate, L.B.S. Marg, Ghatkopar (W), Mumbai - 400086, INDIA . Tel. : +97-22-2500 2811,,25OO 2872
Email :info@biotechts.in/report@biotechts.in/biotechtestingservices@gmail.com/shilpanair@biotechts.in



BIOTEGH TESTING SERVICES

4. Test Bacteria: Pseudomonas aeruginosa ATCG 9027

5. Test Bacteria: Streptococcus faecalis ATCC 9790

6. Test Bacteria: Salmonella typhimurium ATCC 14901

. Samples are not drawn by the laboratory . Result relate only to the samples tested
. This report shall not be reproduced except in full without prior permission of this laboratory

2002894t1-2
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Quantitativa Arsassment of Actlvlty . JIS Z 2801: 20{0
Untreated lab control: Conc. of lnoculum on untreated sample st O hours (A): 1.59 x 10r Log = 5.29

Untreated lab control: Conc. of lnoculum on untreated sample after 24 hour (B): 2.61 x 103 Log = 5.41

Sample
ldentification

No. of Bacteria on
treated samole (C)

Log of Bacteria
on treated samole

Antimicrobial
Activitv {R) (Loo B-C)

Microbial Kill
(% Reduction)

Glo$s M6lst6r
- Dealgn No - 25391 -

18 mm Thlckness -
Color Solar White

<10 <1 >4.41 >99.99

Matt Meister
- Design No - 25391 -18
mm Thicknesg " Color

Solar White

740 2.86 2.55 99.71

Quantitative Assessment of Activity - JIS Z 2801 : 2010
Untreated lab control: Conc. of lnoculum on untreated sample at 0 hours (A); 1 .31 x 105 tog = 5.11

Untraated lab control: Conc. of lnoculum on untreated sample after 24 hour (B): 2.41 x 1 0i Log = 5.36
Sample

ldentification
No. of Bacteria on
treated samole (C)

Log of Bacteria
on treated samole

Antimicrobial
Activitv (R) (Loo B-C)

MicrobialKill
(% Reduction)

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Golor Solar White

30 1.47 3.91 99.98

Matt Meister
- Design No - 25391 -18
mm Thickness - Color

Solar White

100 2.00 3.38 99.95

Quantitative Assessment of Activitv - JIS Z 2801:2A10
Untreated lab control: Conc. of lnoculum on untreated samole at 0 hours (A): 1 .30 x 105 Log = 5.11

Untreated lab control: Conc. of lnoculum on untreated samDle afier 24 hour (B): 3.00 x 105 Log = 5.47
Sample

ldentification
No. of Bacteria on
treeted samole (C)

Log of Bacteria
on treated samole

Antimicrobial
Activitv {Rl (Loo B-C)

MicrobialKill
(% Reduction)

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Color Solar White

10 1.00 4.47 99.99

Matt Melster
- Deslgn No - 25391 -18
mm Thickness . Color

Solar White

380 2.57 2.90 99.87

LO4/L05, Malwa, Patanwala Ind. Estate, L.B.S. Marg, Ghatkopar (W), Mumbai - 400086, INDIA . Tel. : +97-22-2500 28'1,1,,25OO 2812
Email :info@biotechts.in/report@biotechts.in/biotechtestingservices@gmail.com/shilpanair@biotechts.in



BIOTECH TESTING SERVICES

7. Test Bacteria: Enterococcus faecalis ATCC ZgZ12

8. Test Bacteria: Metlcillin Reslstant Staphylococcua Aureus ATCO 49800

ANTIFUNGAL ACTIVITY

1. Test Bacteria: Candida albicans ATCC 10231

The Standard Antimicrobialvalue of Evaluation R > 2.0

. Samples are not drawn by the laboratory . Result relate only to the samples tested
. This report shall not be reproduced except in full without prior permission ofthis laboratory

2002894t1-2
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Quantitative Assessment of Activity - JIS Z 2801: 2010
Uqlreated lab control: Conc. of Inoculum on untreated sample at 0 hours (A): 1,33 x 10s Log = 5,12

Utreated lab control: Conc. of lnoculum on untr€ated sample afler 24 hour (B): 2.53 x 105 Log = 5.46
Sample

ldentification
No. of Bacterla on
treated samole (Cl

Log of Bacteria
on treated samole

Antlmicroblal
Activitv (R) (Loo B-C)

Mlcroblal Kill
(o/o Reduction)

Gloss Meister
- Design No - 25391 -

1E mm ThicknoBB.
Golor Solar Whlte

<10 <1 >4.40 >99.99

Matt Meister
- Design No - 25391 -18
mm Thickness - Color

Solar White

1370 3.13 2.26 99.45

Quantitative Assessment of Activity - JIS Z 2801 : 2010
Untreated lab control: Conc. of Inoculum on untreated sample at 0 hours (A): 1.76 x 105 Log = 5.24
Untreated lab control:Conc. of lnoculum on untreated sample after24 houiGt7'60 x 105 Log = 5.41

Sample
ldentiflcation

No. of Bacteria on
treated gamole (C)

Log of Baetoris
on treated samnle

Antimicrobial
Actlvltv (R) (Loo B-C)

MicrobialKill
(016 Reduction)

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Color Solar White

10 1.00 4.41 99.99

Maft Meister
- Design No - 25391 -18
mm Thickness - Color

Solar White

730 2.86 2.55 99.71

Quantitative Assessment of Activity - JIS Z 2801 : 2010
untreated lab control: conc. of lnoculum on untreated sample at 0 hours (A): 1 .04 x 105 Log = 5.P1

Untreated lab control: Conc. of lnoculum on untreated sample atter 24 hour (B): 5.60 x 105 Log = 5.74
Sample

ldentification
No. of Fungi on

treatad samola {Cl
Log of Fungi on
treatBd BemBle

Antimicrobial
Actlvitv (Rl (Loo B-C)

MicrobialKill
(06 Reductionl

Gloss Meister
- Design No - 25391 -

18 mm Thickness -
Color Solar White

<10 <1 >4.74 >99.99

Matt Meister
- Deslgn No - 25391 -18
mm Thicknees - Color

Solar White

570 2.75 2.99 99.89

7O4/tO5, Malwa, Patanwala lnd. Estate, L.B.S. Marg, Ghatkopar (W), Mumbai - 400085, INDIA . Tel. : +9L-22-250O287L,25OO28L2
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BIOTECH TESTING SERVIGES

COMMENT:

When tested as specified, Gloss Meister - Deeign No - 25391 * 18 mm Thicknacs . Color Solar White and Matt

Meister - Design No - 25391 -18 mm Thickness - Color Solar White; PASSES the Quantitative Assessment of

activity for Staphylococcus aureus, Escherichia coli, Klebsiella pneumoniae, Pseudomonas aeruginosa,

Streptococcus faecalis, Salmonella typhimurium, Enterococcus faecalis, Meticillin Resistant Staphylococcus Aureus

and Candida albicans by JIS Z 2801: 20{0 Test Method.

FoT BIOTEGH TESTING SERVICES

Dr Shilpa U, Nair
Quality Manager

(Authorized Signatory)
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. Samples are not drawn by the laboratory . Result relate only to the samples tested
. This report shall not be reproduced except in full without prior permission of this laboratory
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